SOLID WIRES FOR SA-WELDING
STAINLESS STEEL

Chemical composition (typical values) in % Classifications
Product name
C Mn Si Cr Ni Mo Nb N others | WNr.  AWS EN
LNS 304L 0015 18 04 20 10 0.1 - - 14316 A59 ER308L  EN 12072 S199L
LNS 304H 0.05 1.2 06 201 105 - - - - A5.9 ER308H EN 12072 S199H
LNS 309L 001 18 04 234 138 007 - - 14332 A59 ER308L  EN12072 s2312L
LNS 316L 0015 175 04 185 12 275 - - 1.4430  A59 ER316L  EN12072 §19123L
LNS 318 004 18 04 195 113 26 05 - 1.4576 A59 ER318 EN 12072 $1912 3 Nb
LNS 329 0.09 1.8 1.2 255 56 - - - - - EN 12072 5254
LNS 347 003 16 04 195 97 01 0.6 - 1.4451  A59 ER347 EN 12072 S199Nb
LNS 4455 001 70 04 20 16 2.7 - 0.16 1.4455 - EN 12072 S$20163 Mn L
LNS 4462 0015 16 05 23 86 3.1 - 0.16 1.4462* A59 ER2209  EN 12072 S2293NL
LNS 4500 0.m 1.8 0.3 20 252 48 - - Cu=15 | 14539 A59 ER385 EN 12072 §20255CuL
LNS Zeron 100X 002 07 03 25 93 37 - 023 Cu=06 | - A5.9 ER2553*  EN12072 S2594NL
W=0.6
LNS CrMin 18/7 007 70 06 19 89 - - - - 1.4370  A59 ER307*  EN 12072 5188 Mn



